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Group Acoustics Lab Testing Date:  27.08.2009
Test Report
Description of Test Specimen : Description of Laboratory
Manufacturer/Client: M/s N C L Industies Ltd Volume of RT Room: 151.10 m”
Sample Name: Cement Bonded Particle Board(Bison panel) Volume of RX Room 60 m”
Test Combination 12 mm Bison Panel Temperature: 32 °C
Density/Weight. 1270 Kg/m3 Humidity 48 Yo
Test Surface Area 195 m- (72" x 42" ) Type of Noise: Pink
Thickness: 12 mm Using NORSONIC ANALYSER
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| Frequency (1/3 Octave) in Hz —= | STC 3'1
MEASURED DATA: e 5 e ¥
Fre.(Hz) | 100 | 125 | 160 | 200 | 250 115 | 400 | s00 | 630 | 800 ik | 1.25k | 1.6k 7k 2 5k
TL{dB) 72.00] 14.1021.70]25.30 25 60| 27.70|28.50{30.10{31.10 32 50| 33.40|33.80| 34.20 33.30 26.80
Fro.iz) | 3.15k| 4k | 5k !
TL{dB) 20.30| 30.30|32.10 \ .
Method, of Measurement: 15:9901-11I/ 1ISO 140-3/ ASTM 90E,413 3 ’*\é ;
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